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ABSTRACT 

 

 

EXPERIMENTAL AND NUMERICAL INVESTIGATION OF HEAT 

TRANSFER IN BATTERY PACK OF A HOVERBOARD  

 

Abhinav Prasad, MS  

 

The University of Texas at Arlington, 2018 

 

Supervising Professor: Ankur Jain 

 

 

Li-ion cells are used for energy storage and conversion in electric vehicles and a 

variety of consumer devices such as hoverboards. Performance and safety of such 

devices is severely affected by overheating of Li-ion cells in aggressive operating 

conditions. Several accidents due to fire in the battery pack of a hoverboard have 

been reported in the recent past. Despite the large number of hoverboards in use 

worldwide, there is a lack of systematic research on heat transfer in battery packs 

of hoverboards. This study presents experimental and numerical analysis of heat 

transfer in Li-ion battery pack of a hoverboard to understand the effect of natural 

and forced cooling on the temperature of the battery pack. Experiments conducted 

on a roller conveyor set-up show that surface temperature of the cells improves by 
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removing the metal casing around the pack and by providing openings on the 

hoverboard. A finite element simulation model is developed, the results of which 

are in good agreement with experimental data for both natural and forced 

convection. Experimental data and simulations indicate the need of removing the 

metal casing in addition to providing external air flow. The simulation model also 

indicates that providing holes in the casing can result in significant thermal 

benefit without the need to remove the casing completely. Results of this work 

improve our understanding of heat transfer in hoverboards and may contribute 

towards improved safety of hoverboards. 
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Chapter 1  

INTRODUCTION 

 

Temperature directly affects the safety, reliability and performance of several 

energy systems relevant for energy conversions. One such energy conversion 

device is a Li-ion cell. It’s used as an energy storage and conversion in a wide 

variety of engineering applications such as electric vehicles, laptops, mobile 

phones, hoverboards etc. [1-3]. However, Li-ion cells are temperature sensitive 

[5,6] and its performance significantly reduces at high and low temperature. One 

such disadvantage of exposure to high temperature is fast aging and accelerate 

capacity fade. In addition, overheating of Li-ion cells also presents significant 

reliability and safety challenges, due to the risk of thermal runaway [7,8].  

Management of heat effects associated with Li-ion cells remains a challenge 

because of heat generation within the cells which may lead to thermal runaway of 

individual cells or of an entire battery pack. Since cells are tightly packed in a 

battery pack, thermal runaway of a single cell can blow up an entire battery pack. 

One such device that uses tightly packed cells is a hoverboard. A hoverboard is a 

low speed mobility device used for personal transportation. In the past, many 

cases of fire and explosion due to hoverboard were reported. Most of it were 

originated in battery pack. Almost in all cases, only one side, which contains 

battery pack, of the hoverboard was burnt. 
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A significant amount of research has been carried out to understand the 

fundamental heat transfer characteristics of a single Li-ion cell [9-12], as well as 

battery packs consisting of multiple Li-ion cells [13-16]. At the scale of a single 

cell, direction-dependent thermal conductivity has been measured [9-12]. Heat 

generation due to electrochemical reactions inside the cell has been characterized 

[17-18]. Overall rate of heat generation in the cell has been determined through 

electrochemical [19] as well as calorimetric measurements [10]. Thermal runaway 

in a single Li-ion cell has been studied extensively in a variety of abuse conditions 

[18,19], through both experiments and theoretical analysis [11,20].  

Much work has also been carried out on thermal measurements and theoretical 

modelling of battery packs, although most work has been limited to large battery 

packs of relevance to electric vehicles [14-16]. Active and passive cooling has 

been investigated through experiments and numerical analysis [21]. Air and liquid 

based cooling technique have been studied both experimentally and numerically 

[22,23]. A water-based hydrogel thermal management approach has been studied 

to handle the heat surge during the operation of a Li-ion battery pack [23]. The 

use of liquid cooling plates has also been investigated for battery packs [24]. 

Phase change material has been used to improve the thermal performance of 

battery pack in electric scooters [14, 25, 26]. A combination of aluminium foam 

and phase change material has been studied for improved heat transfer. A novel 

hybrid thermal management technique that combines phase change material and 
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forced cooling has been demonstrated for electric vehicle battery pack [27]. 

Experimental investigation of thermal management using heat pipe has been 

carried out in an electric vehicle [28, 29]. A few research papers have utilized 

finite element simulations to investigate the thermal performance of a battery 

pack [30,31,32]. Numerical modelling of battery pack of laptops by using phase 

change material has been carried out [30] and expanded graphite has been 

impregnated in the phase change material to improve thermal conductivity [30]. 

In contrast to the sizable literature on thermal phenomena in cells and battery 

packs for electric vehicles summarized above, there is relatively lesser work on 

thermal design and management of smaller battery packs for devices such as 

hoverboards. While the power requirement or total energy stored in a small 

battery pack such as in a hoverboard may not be as large as an electric vehicle, a 

systematic study of thermal management of these battery packs is clearly 

necessitated by the large number of hoverboards in use and the critical need to 

ensure consumer safety. Further, unlike in an electric vehicle, the number of 

thermal management options may be limited in a hoverboard due to size and cost 

considerations, making it even more important to optimize heat transfer within 

these constraints to minimize peak temperature rise and hence the risk of thermal 

runaway. A combination of experimental measurements and theoretical/numerical 

investigation is likely to be an effective approach towards this goal. 
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This work presents experimental measurements and numerical analysis of thermal 

management of the Li-ion battery pack of a hoverboard. A hoverboard is 

disassembled and instrumented to measure Li-ion cell temperatures during 

nominal operating conditions. Measurements indicate significant temperature rise 

and risk of thermal runaway in present conditions. Cooling of the battery pack 

with air flowing relative to the moving hoverboard is investigated by providing 

cut-outs in the frame to permit air flow into the battery pack. This, along with 

removal of a metal casing around the pack is shown to result in 33% reduction in 

cell temperature rise compared to the present case. Experimental data are found to 

be in good agreement with results from finite element simulations. Experiments 

and simulations indicate that the metal casing that houses the battery pack plays a 

key role in determining the effectiveness of thermal management. The provision 

of perforations on the casing is shown to result in reasonable reduction in 

temperature rise without compromising the structural function of the casing. 

Experimental data presented here demonstrate the thermal benefit of using the 

relative speed of air around the moving hoverboard for cooling for the battery 

pack. This does not require any fan work since the air flow is generated due to 

hoverboard motion. The experimentally validated numerical simulation results 

from this work may be useful as a predictive design tool for improved 

performance and thermal safety of hoverboards. 
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Chapter 2  

Hoverboard Construction 

 

Hoverboard is a self-balancing scooter used for personal transportation. It weighs 

around 22 lbs and it can withstand maximum weight of 100 kg. It has a 

dimensions of 23 by 4 by 7 inch and its pedal height is 4.3 inch from ground 

level. It has two hard rubber tire and 2 motors are integrated inside the wheels. 

Figure 1 shows an assembled hoverboard.  

 

Figure 1: Image showing an assembled hoverboard. 
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It has two compartments, which are covered with a 2 mm thick plastic cover. 

After removing the plastic panel, one side of the hoverboard consists of battery 

management system, battery pack and a metal casing and these parts are mounted 

on an aluminum chassis of thickness 3 mm. Figure 2 shows one side of 

hoverboard which houses above mentioned parts. It also has multiple wires that 

are used to connect battery management system to motherboard. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Battery Pack 
Chassis 

BMS 

Metal casing 

Figure 2: Image showing one side of hoverboard that houses BMS, metal 

casing, wirings and chassis. 
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Other side of the hoverboard consists of motherboard, charger and power cable 

and gyroscope. Above mentioned parts are shown in Figure 3.  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Motherboard 

Power and 
charging ports 

Figure 3: Image showing other side of hoverboard that houses motherboard, charger 

and power cable, wirings and gyroscope. 
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Chapter 3 

Experiments 

 

Experiments are carried out to measure the temperature of the cells. Since the size 

of the battery pack is small, cells are tightly packed. Lack of physical access to 

the cells and the mobile nature of the hoverboard pose challenges in such a 

measurement. Experiments are designed and carried out to address these 

challenges and to investigate possible thermal management strategies to reduce 

temperature rise in the battery pack. This section describes components of the 

experimental setup, disassembly and the experimental procedure for validation.  

 

3.1. Hoverboard disassembly and instrumentation 

 

The hoverboard is carefully dis-assembled for obtaining physical access to the 

battery pack. The plastic panel on the right side of the hoverboard is first removed 

(Figure 4(a)), revealing the battery management system and a metal casing that 

houses the battery pack (Figure 4(b)). To place thermocouples on cells in the 

battery pack, the metal casing is carefully removed. To facilitate this, multiple 

wires that connect the battery management system to the motherboard are cut and 

reconnected using wire connectors after the metal casing is removed. The battery 

pack inside the casing, shown in Figure 4(c), comprises 22 tightly packed 18650 
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cells that are held together by a thin plastic wrap, also shown in Figure 1(c). One 

face of the cell, insulated by the plastic wrap, touches the metal casing. The 

assembly of the cells within the battery pack is shown schematically in Figure 5. 

Note that Figure 2 also shows cut-outs for forced air cooling investigated in 

experiments and simulations in this work to reduce cell temperature. There is no 

active cooling mechanism for the battery pack, which loses heat only through 

natural convection to the surrounding air and through thermal conduction into the 

metal casing. The battery pack is not disassembled further, since it may not have 

been possible to assemble it back together. T-type thermocouple wires are placed 

on nine cells that are physically accessible without disassembling the battery pack 

(Figure 1(d)). Thermocouple wires are routed out of the metal casing and the 

outer plastic cover and connected to a National Instruments NI-9213 data 

acquisition system (DAQ), which is controlled by LabView software running on a 

64-bit computer. Temperature data are acquired once every second during the 

discharge process. The disassembly and instrumentation of the battery pack with 

thermocouples reveals key features on the battery side of the hoverboard, such as 

the metal casing and plastic wrap around the battery pack that play a key role in 

determining its thermal performance. Information obtained from this process also 

enables accurate set up of geometrical models for finite element simulations. 
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Chassis 

Battery Pack 

(b) 

(c) (
Plastic 

Thermoc

BMS 

Metal casing 

(a) 

Battery Side 

(d) 

Figure 4: (a)-(c) Pictures from disassembly process of the battery pack side of the 

hoverboard, showing key internal features including metal casing, plastic wrap and 

the battery pack. (d) Picture showing the instrumentation of cells in the battery pack 
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3.2. Fabrication of roller set-up 

 

 

It is difficult to collect temperature data while hoverboard is in motion. It gets 

tough to carry a laptop and run a hoverboard at the same time. To overcome this 

challenge and ensure data acquisition in consistent discharge conditions, a roller 

conveyor setup is designed and fabricated. Roller conveyor set up consists of 2 

steel rollers of diameter 35 mm and length 765 mm that are mounted on a 

Inlet 

Chassis cover 

Outlet 

Plastic wrap 

5 

7 9 

3 

1 

4 1 2 

8 10 

Metal casing 

Figure 5: Schematic of the assembly of the cells in the battery pack, also showing 

the plastic wrap and metal casing around the cell assembly, as well as inlet and 

outlet grills for mimicking the use of air flow generated by hoverboard motion for 

cooling 
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rectangular metal frame of dimension 770 mm by 200 mm. Figure 6 (a) shows 

roller set up and figure 6 (b) shows hoverboard placement on roller set up. 

 

 

 

 

 

 

 

 

 

 

 

 

 

3.3. Data acquisition during charging 

 

 

Temperature measurements are carried out while charging. Hoverboard is fully 

charged in 2 hours. To ensure proper functioning of the cut off mechanism, which 

ensures hoverboard is fully charged, total time for the test is 8 hours.  

 

3.4. Hoverboard experimental set up and data acquisition 

  

 

All measurements are carried out while running the hoverboard on the roller set 

up. The hoverboard is mounted on the rollers during measurements. By rotating 

the metal rollers, this setup keeps the hoverboard stationary during measurements, 

(b) (a) (b) 

Figure 6: (a) Image of fabricated roller set-up. (b) Image of placement of 

hoverboard on roller set-up. 
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which greatly simplifies data acquisition and application of air flow for thermal 

management. Figure 7(a) shows a picture of the experimental setup, including the 

hoverboard mounted on the roller conveyor setup as well as the data acquisition 

system. Even though hoverboard motion generates flow of air relative to the 

hoverboard, this does not effectively cool the battery pack, which is inaccessible 

to the air flow. To investigate the potential thermal benefits of the air flow on the 

battery pack, inlet and outlet grills of dimension 100 mm by 35 mm are cut on the 

plastic casing of the hoverboard, as shown in Figure 7(b). These grills facilitate 

the flow of air generated due to hoverboard motion into and out of the battery 

pack. Since the hoverboard in these experiments remains stationary on the roller 

conveyor setup, the flow of air is mimicked by placing a small fan placed external 

to the hoverboard to investigate forced air cooling of the battery pack. In order to 

correctly mimic real conditions, air speed from the fan is chosen to match the 

measured speed of the hoverboard in nominal operating conditions. The fan is 

placed about 100 mm from the inlet grill, through which air passes into the inside 

of hoverboard. The location of the inlet and outlet grills with respect to the cells in 

the battery pack is shown schematically in Figure 5. Experiments are done at 30 

kg and 70 kg load. For 30 kg load, experiment is done only at baseline condition 

i.e. no grills. For 70 kg load, experiments are first carried out in baseline 

conditions without any cooling, which represents the present state-of-the-art. 

Experiments are also carried out in the presence of cooling air from the external 
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fan that mimics the use of air flow relative to the moving hoverboard for battery 

pack cooling. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

(b) 

Outlet grill 

(a) 

Fan 

NI 9213 

cDAQ 

Figure 7: (a) Picture of the experimental setup showing the hoverboard, cooling fan and data 

acquisition setup. (b) Picture of the outlet grill on the outer plastic body of the hoverboard. 

The inlet grill, not visible, is on the opposite face. 
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Chapter 4 

 

Numerical Modelling 

 

The transient temperature field in the battery pack and hoverboard is computed by 

numerically solving the underlying energy conservation equations using the finite 

element method in a commercial software tool. The geometry of the hoverboard is 

obtained from measurements on the disassembled hoverboard. This model 

consists of hollow plastic casing of 2 mm thickness with a dimension of 240 by 

200 mm. Chassis of 3 mm thickness is mounted inside hollow plastic casing. This 

model consists of battery management system, battery pack which is protected 

with a plastic wrap of 0.5 mm thickness. Metal casing is used to protect battery 

pack. Battery pack consists of 22 18650 cells. 

Key thermal parameters that influence the temperature field in the hoverboard 

include heat generation rate and thermal properties of the cells. In addition, 

thermal properties of other components such as plastic wrap, BMS and metal 

casing are also important. Heat generation rate of Li-ion cells is known to be a 

function of the discharge rate [10]. In this work, the discharge rate is first 

determined based on the time taken during experiments for the battery pack to 

fully discharge, starting from a fully charged state. Heat generation rate for the 

present experiments is then determined from past work where heat generation rate 
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has been measured at different C-rates through measurement of temperature rise 

and heat flux out of the cell [10]. Heat generation rate is assumed to be constant 

throughout the discharge process. It is not possible to directly measure the thermal 

conductivity of the specific cells in the hoverboard’s battery pack since the cell 

cannot be extracted out of the pack. Thermal conductivity of the Li-ion cells is 

taken to be 0.20 W/mK and 30.4 W/mK in the radial and axial directions 

respectively, based on past measurements on 18650 Li-ion cells, which is the 

same cell type as used in the hoverboard. Natural convection cooling with a 

convective heat transfer coefficient of 10 W/m2K is assumed for simulations of 

cases with no forced air. For forced air cooling, fluid flow is modeled with a 

velocity boundary condition at the inlet. The inlet air speed is obtained from direct 

measurements from an anemometer. A mesh of 857307 nodes is utilized for finite 

element computations. Mesh independence is ensured by establishing minimal 

change in computed temperature field because of further mesh refinement. Figure 

8 shows the simulation model which consists of different parts such as plastic 

cover, chassis, BMS, 22 cells, plastic wrap and metal casing. Figure 9 shows 

model for forced convection. In this model a velocity of 4 m/s is provided on the 

inlet grill. Inlet and outlet grills are of dimension 100 by 32 mm. 
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Figure 8: Image showing simulation model for natural convection, which consists 

of parts such as plastic cover, BMS, chassis, battery pack with plastic wrap and a 

metal casing. 
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4 m/s 

Figure 9: Image showing simulation model for forced convection, which consists 

of parts such as plastic cover, BMS, chassis, battery pack with plastic wrap, a 

metal casing and inlet and outlet grills. 
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Chapter 5 

Results 

5.1. Temperature Measurements while charging 

 

 

Figure 1 to 3 present temperature rise at the surface of nine cells during charging. 

Hoverboard is plugged in for 7 hours to see whether cut-off mechanism in charger 

kicks on. There is uniform temperature rise in all cells for 2 hours and after that 

there is drop in temperature for all cells. This indicates the onset of cut-off 

mechanism in the charger. Figure 10, 11 and 12 show the temperature 

measurement for all cells for 7 hours. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 
Figure 10: Image showing results during charging for cell 1, 2 and 3. 
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Figure 11: Image showing results during charging for cell 4, 5 and 7. 

Figure 12: Image showing results during charging for cell 8, 9 and 10 
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5.2. Temperature Measurements with 30 Kg load and comparison with simulation 

model. 

 

Experiment is performed with 30 Kg load by placing two stones on both 

accelerator pedal of the hoverboard. Experiment is performed at maximum speed 

of the hoverboard. After running at maximum speed, battery is discharged within 

42 minutes, which is equivalent to 1.5C. This measurement is done only with 

natural convection case i.e. no grills. Figures 13, 14 and 15 show comparison 

plots of all cells for both experiment and simulation. 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 13: Comparison of experimentally measured temperature rise as a function of time 

with finite element simulation predictions for discharge at 1.5C rate. Comparison is 

shown for cells 1, 2 and 3 in the battery pack for natural convection case i.e. no grills. 
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Figure 14: Comparison of experimentally measured temperature rise as a function of 

time with finite element simulation predictions for discharge at 1.5C rate. Comparison 

is shown for cells 4, 5 and 7 in the battery pack for natural convection case i.e. no 

grills. 
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Figure 15: Comparison of experimentally measured temperature rise as a 

function of time with finite element simulation predictions for discharge at 1.5C 

rate. Comparison is shown for cells 8, 9 and 10 in the battery pack for natural 

convection case i.e. no grills. 
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5.3. Temperature Measurements with 70 Kg load 

 

Figure 16 presents measured temperature rise at the surface of four cells in the 

battery pack during an aggressive hoverboard operation in which the entire 

battery pack is discharged within 15 minutes, which is the equivalent of 4C 

discharge rate. Positions of the cells within the battery pack are shown in Figure 

2. Measurements are presented in two distinct cases. Figure 16(a) plots 

temperature for free convection conditions, wherein there is no forced air cooling 

and the cells are cooled only by free convection to the air around the battery pack. 

Figure 16(b) plots temperature in a similar discharge process in forced convection 

conditions due to air impinging on the battery pack from an external fan, as 

shown in Figure 7(b). Figure 16(a) shows, as expected, increasing temperature 

with time while the discharge process proceeds to completion. There is nearly 

uniform temperature rise among all four measured cells. The cell surface 

temperature increases by about 30 °C, which is a significant temperature rise. 

Such a large temperature rise is likely to cause performance and safety problems, 

particularly in a hot climate, since the manufacturer-specified safe temperature 

threshold for Li-ion cells is often only around 60-70 °C. Even though a well-

designed battery management system is expected to limit the discharge rate to 

limit temperature rise, malfunction, poor design or operation in a challenging 

ambient may lead to the temperature rise measured here. 
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In contrast with Figure 16(a), experiments that mimic the cooling of the battery 

pack with air flow generated by hoverboard motion show substantial temperature 

reduction, as plotted in Figure 16(b). The benefit is particularly significant for 

cells 7 and 9 which are in the leading edge and trailing edge regions respectively. 

Peak temperature rise during forced convection reduces by half for cells 7 and 9 

compared to the baseline case, which is a very significant reduction. While cell 7 

benefits from direct impingement of the cooling air, the significant temperature 

reduction in cell 9 likely occurs due to air recirculation in the back of the battery 

pack. Cells 3 and 5, which are located on the side of the battery pack also benefit 

from cooling, although the benefit is lesser than cells 7 and 9. 

Note that the four cells for which data are reported in Figure 4 represent different 

locations in the battery pack with respect to the cooling air flow. Temperature 

measurement for other cells, particularly those located in the inner region of the 

pack is not possible due to lack of accessibility. Temperature for such cells may 

be obtained from experimentally validated finite-element simulations as discussed 

in section 5.4. Further, data reported here are all surface temperatures, whereas 

the core temperature may be much greater 

These experimental data establish the fundamental thermal benefit of using the air 

flow generated by hoverboard motion for cooling the battery pack. In harsh 

conditions, such as aggressive hoverboard operation in a high temperature 

ambient, the thermal benefit shown in Figure 16(b) may be sufficient enough to 
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prevent thermal runaway, or at least improve device reliability significantly. Note 

that the forced air convective cooling benefits shown here has not been optimized 

much in this study. Even greater temperature reduction than reported here may be 

possible, for example, by modifying the geometrical design of the cell 

arrangement within the battery pack, or the geometry around the battery pack. 

This is difficult to investigate in this work due to the lack of flexibility in making 

such changes in a commercial hoverboard. 

 

 

Figure 16: Experimental measurement of temperature rise as a function of time in 

four cells of battery pack during discharge at 4C rate. Measurements are shown in 

(a) free convection and (b) air cooled conditions 
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5.4. Simulation results and comparison with experimental data for 70 Kg load 

 

It is clearly desirable to develop a finite-element simulation model for the 

temperature distribution in the hoverboard. This becomes particularly important 

because several cells in the battery pack are difficult to access for direct 

temperature measurement, and, also because the internal temperature of a cell is 

not possible to measure due to its hermetically sealed nature. In such a case, a 

model that predicts temperature inside the pack by accounting for the geometry of 

the battery pack and cooling conditions may be a valuable design tool. Validation 

of such a model against experimental data is critical as it increases confidence in 

model predictions. 

Figure 17 presents a colormap of temperature distribution in the battery pack at 

the end of a 4C discharge rate in two different cooling conditions based on finite-

element simulations described in Section 3. When the hoverboard operates in free 

convection conditions, significant temperature rise occurs in each cell of the 

battery pack, as shown in Figure 17(a). Temperature field is uniform among all 

cells, which is consistent with experimental data shown in Figure 16(a). The use 

of air flow generated by hoverboard motion results in substantial temperature 

reduction, as shown in Figure 17(b). There is some non-uniformity in the 

temperature map in this case, depending on cell location within the battery pack 

with respect to air flow. The improved temperature field in the battery pack may 
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contribute towards reduced risk of thermal runaway, as well as improved 

performance, since the reduced pack temperature can be leveraged to increase the 

discharge rate of the pack. However, the inter-cell non-uniformity induced due to 

convective cooling must also be accounted for by the battery management system. 

 

 

 

 

 

 

 

 

 

 

 

Figures 18-20 present comparison of experimentally measured temperature rise as 

a function of time with finite element simulation results from 9 cells in the battery 

pack. Comparison is presented for both free convection conditions as well as 

forced convective cooling through a small fan. In each case, good agreement 

between experimental measurement and simulation results is observed. 

Temperature rise is lower for forced convection cooling compared to free 

(a) Free Convection (b) Forced Convection 

0 24 32 8 16 40 

[K] 

Figure 17: Colormap of temperature rise in the battery pack during discharge at 

4C rate based on finite element simulations. Colormaps are shown for (a) free 

convection and (b) air cooled conditions. 
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convection for each cell, as expected. Note that the nine cells for which results are 

presented in Figures 18, 19 and 20 represent distinct flow regions with respect to 

the inlet coolant air flow. While coolant air impinges directly on cell 7 and 8, cells 

9 and 10 are located closer to the outlet grill, and cells 1, 2, 3, 4 and 5 are located 

on the bottom. The good agreement between simulation results and experimental 

data in different conditions for different cells validates the simulation model as a 

useful thermal design tool for understanding and optimizing the thermal 

characteristics of a hoverboard battery pack. For example, once validated, the 

model is capable of accurately predicting temperature for cells that are difficult to 

measure directly, such as cells in the internal region of the battery pack. 
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Figure 18: Comparison of experimentally measured temperature rise as a function of 

time with finite element simulation predictions for discharge at 4C rate. Comparison 

is shown for cells 1, 2 and 3 in the battery pack and for two different cooling 

conditions 
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Figure 19: Comparison of experimentally measured temperature rise as a function of 

time with finite element simulation predictions for discharge at 4C rate. Comparison 

is shown for cells 4, 5 and 7 in the battery pack and for two different cooling 

conditions 
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Figure 20: Comparison of experimentally measured temperature rise as a function of 

time with finite element simulation predictions for discharge at 4C rate. Comparison 

is shown for cells 8, 9 and 10 in the battery pack and for two different cooling 

conditions 



33 

The experimentally validated simulation model can predict thermal performance 

of the hoverboard battery pack in a variety of operating conditions. Figure 21 

plots temperature rise in cell 5 as a function of time for multiple discharge rates in 

two different cooling conditions. These plots show that the cell temperature 

increases rapidly with increasing C-rate. In general, the greater the C-rate, the 

higher is the performance of the hoverboard. Plots such as those shown in Figure 

21 help develop a trade-off between performance and thermal safety of the 

hoverboard battery pack. 

 

 

Figure 21: Plots of temperature rise of cell 5 as a function of time for multiple 

discharge rates in (a) free convection conditions, and (b) air cooled conditions. 
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5.5. Temperature prediction of middle cells from simulation model 

 

While performing the experiment it is difficult to place thermocouples in the 

middle cells because of limited access to the middle cells, simulation model is 

used to predict the temperature of the middle cells. Figure 22 show temperature 

plot for cell “a”. Cell “a” is closer to the inlet grill, where there is direct 

impingement of cooling air. Because of its proximity to the inlet grill, temperature 

rise is comparatively less as compared to natural convection case, when there are 

no grills. There is 10 K temperature improvement, which is quite significant. 

 

Figure 23 shows temperature plot for cell “b”. Cell “b” is away from the inlet grill 

and hence it does not have much access to the cooling air. There is an 

improvement of 5 K as compared to natural convection. Since cells are tightly 

packed, there is not much improvement in the cells which are away from inlet 

grill. In forced convection case, contour plot in Figure 17, cells which are away 

from inlet grill are hotter compared to cells which are closer to grills. Packaging 

of cells plays an important factor in thermal management of the battery pack. 
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Figure 22: Plot of temperature rise of cell “a” as a function of time for natural 

convection conditions and forced cooled conditions. 
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Figure 23: Plot of temperature rise of cell "b" as a function of time for natural 

convection and forced convection conditions 
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5.6. Effect of metal casing on thermal management 

 

The battery pack in the hoverboard is protected from external abuse and impact 

by a metal casing, as shown in Figure 2. However, it is likely to adversely impact 

forced convection cooling of cells in the battery pack by isolating the cells from 

the air flow. A set of experiments is carried out to examine this challenge in detail 

and investigate a possible solution. 

Figure 24 plots temperature of cell 5 as a function of time during 4C discharge for 

three different conditions related to the metal casing. As a baseline, temperature in 

presence of the metal casing and with no air flow is plotted. This represents the 

present state-of-the-art in a hoverboard battery pack, wherein the cells in the pack 

cool down only through natural convection. Temperature is also plotted for the 

case of air flow with the metal casing present. A comparison of these two plots 

shows that while air flow from the fan reduces temperature rise, the effect is not 

significant, primarily because the presence of the metal casing prevents direct 

impingement of air flow on the cells, and therefore severely limits the benefit of 

convective cooling. Experimental data are also plotted in Figure 24 for the case 

where the metal casing is removed completely in addition to providing air flow. A 

significantly greater thermal benefit is obtained in this case, with a nearly 33% 

reduction in measured temperature at the end of the discharge process compared 

to the baseline case. Finite element simulations of these cases confirm, as 
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expected, that the removal of the metal casing facilitates direct impingement of 

coolant flow on the cells in the battery pack, and therefore, more effective 

cooling. 

 

Figure 24: Experimentally measured temperature rise in cell 5 as a function of 

time for the baseline case and for air cooling without and with the metal casing, 

showing that the effect of cooling is more pronounced in the absence of the metal 

casing which facilitates direct air impingement on the battery pack 
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Despite the significant thermal benefit of removing the metal casing completely, it 

may not always be possible to do so, because the casing protects the battery pack 

from external impacts and possibly also serves a structural function. As an 

alternative to completely removing the metal casing, the possibility of providing 

greater air flow into the battery pack through perforations in the metal casing is 

investigated through simulations. Figure 25 plots temperature rise in cell 5 during 

4C discharge for the baseline case of no fan. In addition, the thermally beneficial, 

but perhaps impractical case of removing the metal casing completely while 

providing air flow is also plotted. 

For comparison, finite element simulations are carried out for the case where two 

perforations of dimension 55 mm by 35 mm are provided on the front and back 

surfaces of the metal casing. Temperature distribution for this case, also plotted in 

Figure 25 clearly shows that the thermal benefit in this case is nearly as much as 

the case where the metal casing is removed completely. This may present a 

reasonable compromise in designing thermal management of the battery pack 

while keeping the metal casing in place. Perforations in the metal casing permit 

significant air flow through, without adversely impacting the structural function 

of the casing. 
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Figure 25: Temperature rise as a function of time in cell 5 during discharge at 4C 

rate based on finite element simulations. Comparison is made between the 

baseline case, air cooling without the metal casing at all, and air cooling with a 

perforated metal casing 
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Chapter 6 

 

Conclusion 

 

Results discussed above present critical insights into heat transfer processes in the 

battery pack of a hoverboard. Multiple recent fires and accidents in hoverboards 

are known to have originated in the battery pack of the hoverboard. While 

hoverboards have not received as much research attention as electric vehicles, 

ensuring the safety of hoverboards is nevertheless very critical due to their 

widespread use and the limited available thermal management design space. 

Experimental measurements presented here highlight the importance of active 

cooling, particularly in aggressive operating conditions. Cooling with the air 

stream around the hoverboard during motion is mimicked in experiments, and is 

shown to result in significant temperature reduction, with the possibility of even 

greater benefit through flow and thermal optimization. Experimental data also 

highlight the important role of the metal casing around the battery pack in thermal 

management. These results also indicate the possibility of a trade-off between 

thermal management and structural function of the metal casing wherein a 

perforated casing may offer extensive thermal benefit without compromising its 

structural function. The experimentally validated simulation models discussed in 

this work offer a useful design tool for battery pack thermal management in a 
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hoverboard. Thermal optimization based on such a tool may lead to safer, higher 

performance hoverboards. 
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Chapter 7 

 

Future Work 

 

 

Cells in battery pack of a hoverboard are tightly packed. Many cells don’t have 

physical access to the cooling air. As shown in Figure 23, even if by providing 

grills temperature improvement in the inner cells are only 5 K as compared to 

natural convection. To improve thermal management in battery packs, orientation 

of the cells can be changed. By implementing this, every cell will get access to the 

cooling air and it might help in improving the thermal management of the battery 

pack. 

 

Experiments can also be done by using passive cooling techniques such as phase 

change material. Because of large latent heat associated with phase change, 

significant amount of heat removal rate is possible. Using phase change material 

in battery pack of hoverboard can give an interesting insight on thermal 

management of the cell. 
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